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ROZA TEKSTIL FERMUAR  

Keresteciler sitesi Yüksek Sok. No:3/1 Merter / Istanbul  
Contact person: Rojen Baltaş  
 
The following samples were submitted by the client as: 
(A) Zipper  
(B) Slider 
 
Buyer     :Tchibo GmbH  
Applicant 
(name, address, contact)     :Keresteciler sitesi Yüksek Sok.  

  No:3/1 Merter / Istanbul 
Contact person:                                  : Rojen Baltaş 
 
 
 
SGS job number      :TR 546896 
(name, address, contact)         :ROZA TEKSTIL   

  Keresteciler sitesi Yüksek Sok.  
       No:3/1  Merter / Istanbul 

Contact person:                                  : Rojen Baltaş 
 
 
Tchibo Project No. (PJN) : Not Given  
Harmful Substances Catalogue     : Not Given 
Order/Model  No. : 73762 
Article description : Not Given 
 
 
 
 
 
Q+P submitted : Yes  � / No� 
Date of Q+P : Not Given 
Country of Origin : Not Given 
Country of Destination : Not Given  
1s – 5

th
 Sample receiving date : 18.12.2013 

Sample Resubmit Date  : /  
1s – 5

th
 Testing performing date : 18.12.2013- 24.12.2013 

 
 
Overall test result Physical             :SEE RESULTS  
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The test results relate to the tested items only.  
Test reports without SGS seal and authorized signatures are invalid. 
Reported results do not include uncertainties.  
 

 

 
Issued in Istanbul 
Signed for and on behalf of 
SGS Supervise Gözetme Etüd 
Kontrol Servisleri A.Ş. 
 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Dilek Şen  
Customer Services Supervisor  

Nagehan Gencay yetkilimüdür 
Customer Services Team Leader 
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Summary page 
Component List (for textiles only) 
 

Component No. Description Position Composition Color Remark 

A 
 

Zipper  
 

- - White  - 

B Slider - - Silver - 

 
 
Physical Tests   A B 

 Pass Fail Pass Fail 
1 Zipper lateral strength * * - - 
2 Resistance to corrosion  - - * * 
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Zipper Performance test 
Test Method: DIN 3419-1:1998 
  Tchibo’s Requirement 
Test No. 6.2.3.1 Testing the strength of the zipper   
Whole Sample (A) 426,7 N TT* No Requirement 
   
 
. 
TT*: Top of the zipper part  was torn. 
 
 
Determination of Corrosion Resistance 

Test Method: DIN EN 12568 Section 7.1.1 
Result :  TCHIBO’s Requirement 
(B) Slider   

 
 
 
 

No Requirement 

 
Result : 

 

 
 

   

Area of 
Corrosion  

 

  
No corrosion on grey metallic slider   

Number Of 
Corrosion Area  

 

     
   

 
 
  *** End of Report *** 
 
 


